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SUMMARY

This report summarizes all phases of an Investigation of fretting
corrosion which has been conducted over a perlod of several years. The
presentation of the information is made in three parts. Part I describes
a test machine for measuring fretting damasge under controlled experimental

‘conditions. Part II presents date for mild steel fretted agalnst ltself.

Consideration 1s glven to the effects of humidity, temperature, test dura-

tion, atmosphere, relative slip, pressure, and frequency. Part IITI sug-
gests a mechanism for the fretting process.

INTRODUCTION

Fretting corrosion is a type of metal damasge occurring at the inter-
face of two contacting surfaces subject to relative slip. The damage to
steel is evident by debris formed at the interface, usually red in color,
accompenied by pitting of the metal. Damage of this kind is a source of
uncerteinty in the operation of all machinery subject to vibration, since
it quickly destroys close tolerances, 1t increases the susceptibility to
fatigue, and the debris may clog moving parts. Hence the practical impor-
tance of avoiding fretting corrosion increases as mechanical designs call
for closer tolerances, higher loads, and higher operating speeds. Examples
of fretting damage are often found in variable-pitch propellers, alircraft
landing wheels, railroad tie plates, roller shafts in textile machinery,
pins in gear trains, suspension springs, connecting rods, electrical con-
tacts, and jewel bearings.

A study to reduce damage has been made by using lubricants (refs. 1
to 3), including molybdenum disulfide (ref. 4), by change in design so
as to avold slip, or by selection of materials (refs. 3 and 5), but the
underlying mechanism is still not known, and present methods for miti-
gating demage are not always adequate.
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Previous investigations have been concerned largely with the quali-
tative aspects of fretting corrosion. In general, the amount of damage
has been estimated visually (refs. 1 to 3 and 5 to T), depending in gen-
eral upon the area of pltting or volume of corrosion product accumulating
during the test. These tests have supplied useful information, although
they have not made possible an estimation of the relative importence of
experimental variasbles on the extent of demage. A limited amount of work
has been reported in which weight loss of slipping metal rolls in the
Amsler wear machine (refs. 8 to 10) or of oscillating specimens (ref. 11),
or the determination of the volume of damsged metal (ref 3), was a meag-
ure of fretting. It is quantitative informetion of this kind that 1s so
much needed at this stage in order to formulate a reasonable mechanism
of the damage. A better understanding of the subject is bound to suggest
dmproved mitigative measures.

In the present work, the extent of damage was measured by the weight
loss of test specimens operating under defined conditions of test and with
adequate control of the major varisbles. Weight loss becomes a less pre-
cise measure of dammge after corrosion assumes the shape of deep pits on
the faying surfeces, since the depth and shape of the pits enter into an
evaluation of thelr possible source as fatigue nuclei. In general, how-
ever, the tests were not concerned with this later phase of damage,
jmportant though 1t is. The plan of attack was to study initial stages
of damsge first, since it is obvious that if the first phases of fretting
corrosion are well-understood and can be eliminated the later phases of
damage will never occur.

This work was conducted by the Departments of Metallurgy and
Mechanical Engineering of the Massachusetts Institute of Technology
under the sponsorship and with the finaneclal assistance of the National
Advisory Committee for Aeronautics. Not all of the authors have been
involved in all phases of the investigation. The equipment design and
operating procedures are attributed to H. H. Uhlig, W. D. Tierney,
and A. McClellan. The study of mild steel fretted against itself is the
work of I. Ming Feng and H. H. Uhlig, and H. H. Uhlig prepared the dis-
cussion of the mechanism of fretting corrosion.

I. TEST EQUIPMENT FOR EVALUATING FRETTING CORROSION

Test Sﬁecimen

The present machine was deslgned and constructed to produce fretting
demage by oscillatory motion of two pairs of test specimens held in place
by two moving and two stationary chucks (figs. 1 to 4). The standard test
specimen, 1 inch in diameter and 1 inch long (fig. 5), was chosen after
early tests showed it best met requirements of low elastic loss. One end
is counterbored 7/8 inch in diemeter by 1/16 inch deep, with the resulting
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annular face providing the test surface (area equals 0.184 square inch
at a mean radius of 0.438 inch). This test surface is dressed on a sur-
face grinder and then carefully polished by hand on No. 1 emery paper.
The opposite end of the specimen is cut away to form a centered square
tang 5/16 inch long by which it is held in the chuck. During the test
two such specimens are pressed together under a measured load with the
annular surfaces in contact. One 1s fixed in position and the other is
subJect to vibratory motion sufficient to cause slip. A jig is used to
aline them concentrically with each other and with respect to the shaft
of the moving chucks to within t0.0005 inch. Specimen load can be
applied to a maximum pressure of 27,000 psi, frequency of motion can be
varied between 56 and 3,000 cpm, and relative slip can be adjusted
between 0 and 0.008 inch.

Specimen Chucks and Rocker Arm

- Opposing pairs of setscrews in the clearance slot of each chuck act
against thin shims of hardened tool éteel, thereby clamping the specimen
tang perpendlcularly to the axis of the specimen. This achleves a stiff
grip on the specimens and eliminates fretting or setscrew damage to the
tangs. The shoulder of each speclmen is seated against sheet nylon
cemented to the chuck to avold fretting at this area. Relative motion
between chucks and specimens cannot be detected, and observed fretting
is satisfactorily restricted to the test surface.

The two moving chucks are shrunk on milled sections 1-12: inches square
by 3/4 inch long at opposite ends of a 3-inch-square shaft. These have

8 2%;— -inch outside diameter, are 2 inches long, and have a l%—inch-square

bore to fit the shaft. This shrink fit avolds lost motion and minimizes
fretting in this area of the test apparatus. Each of the two stationary

chucks, of 21—--inch outside dlameter and 1 inch long, is bolted and pinned

to the center of spring steel diaphragms of 5-inch outside diameter by

1/32 inch thick and is pinned to stands (called end bells). By this
arrangement a method of support is achieved which is very stiff radiel to the
test surface (torsion) but very pliable normel to the surface (bending).
Consequently, the dlaphragm will permit a normal load to be applied

through the fixed specimens, pressing them against the moving specimens,
while the fixed specimens are constrained agalnst torsional motion. Also,
the diaphragms bend sufficiently to relieve any slight angular misaline-
ment between the mating palrs of specimens.

The square rocker-arm shaft which carries the moving chuck is pinned
and bolted to eight leaf springs 2% inches wide, 0.100 inch thick, and
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4 inches long. These leaf springs, in the form of two coaxial crosses,
are bolted end pinned at thelr extremitles to a square cage. Thus, the
leaf springs constitute a bearing which allows small torsional ogcilla-
tlons of the shaft but which ls extremely stiff wlth respect to any
lateral motion.

At the center of the shaft, between the two leaf-spring crosses, an
I-beam of sluminum is shrunk on the shaft and is the member through which

motion is applied to the shaft. The rocker arm is l%-inches wide, 4 inches

high, with 3/8-inch-thick web and flange, and is 15 inches long. The
rocker arm passes through clearance holes in the spring cage to a cam
drive at one end and a spring return at the other.

Eccentric and Drive Shaft

The cam drive consists of a hardened housing around a needle bearing
which encases an eccentric section of the shaft. As the drive shaft
rotates, its eccentric section transmits a sinusoidal motion to the rocker
arm through the needle bearing. At the opposite end of the rocker arm, a
coil spring keeps the arm in contact with the cam.

The eccentric is constructed of two parts. One part, a lin-inch
outside-dlameter, 2-inch-long section of the l%-—inch outside-diameter

drive shaft, is 0.040 inch eccentric (0.080-inch total indicator reading)
to the shaft. Enclosing the eccentrlc portion of the driving shaft 1s

a 1§~ainch outside-diameter, l%u-inch inside-diameter, and 4-inch-long

sleeve with the outside diameter 0.040 inch eccentric to the inside diam-
eter. Eight setscrews (four in each end) clamp this eccentric sleeve to

the 1%-—1nch shaft gt any desired adjustment. By rotating the sleeve

relative to the shaft before applying the setscrews, any eccentricity
from 0.000 inch to 0.080 inch (or 0.160-inch total indicator reading)
is available. In terms of relative motion between.the fixed and moving
specimens, the 0.160-inch total indicator reading corresponds to
0.0222 radian or about 0.0111 inch of arc at the specimen outslde
dlemeter.

The drive shaft carries V-belt pulleys which allow speeds of 540,
820, 1,300, and 2,000 rpm. Other speeds can be readily obtained by
inserting other pulleys. The driving motor, a 230-volt, three-phase,
1-horsepower motor, mounted on rubber, operates at 1,800 rpm.
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Vibration of the machine was reduced to a minimm so as to confine
observed fretting corrosion to pure radlal motion of the specimens.
Extraneous relative motion of the specimens during the test was checked
by a microscope comparator and the maximum found to be in the order of
0.0004 inch.

Pneumatic ILoad

The normal load between the fixed and moving specimens is applied
by pneumatic pistons actuated by high-pressure nitrogen. The nitrogen
pressure is measured precisely by a floating plston gage and roughly
by Bourdon gages mounted in the gas-line system. Attached to the piston
rods are hardened spherlical ends which bear on hardened plates pinned to
the back of the end-bell diaphragms in order to transmlit the load through
the fixed chuck to the test surface. Loads up to 5,000 pounds are attain-
able. In terms of normsl stress at the test surface of the present spec-
imens, this is equivalent to 27,000 psi.

Measurement of Siip

Slip is reported as the difference in motion of the moving with
respect to the fixed specimen. It 1s measured by two different methods.
The first makes use of a 4O-power microscope comparator mounted on a
micrometer-screw carriage graduated to 0.0001 inch. This is focused on
lines scribed with a diamond across the interface of the two specimens
perallel to thelr axes. Stroboscopic light illuminates the specimens at
a frequency slightly different from the frequency of test; hence, the
lines appear to move slowly back and forth making possible a measure of
thelr extreme positions The measurement 1s made for both moving and
statlionary specimens and the difference taken as the observed relative
slip. Reproducibility was in the order of +0.0003 inch.

A methoa* having inherently better reproducibility (£0.00005 inch)
mekes use of two straln gages mounted sbove and below a pointed flat
spring steel strip which presses onto the surface of the moving specimen
at right angles to its axds. The assembly for the strain gages 1s rig-
1dly clamped to the fixed specimen, so that observed motion is a direct
megsure of relative slip.

lDevised by I. Ming Feng of the M. I. T. Department of Mechanical
Engineering.
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Provision for Changing Enviromment

A split stainless-steel rectangular cell, % by 1% by :% inches,

fits over the two mating samples for fretting-corrosion tests in environ-
ments other than laboratory air. Neoprene gaskets tighten down on the
two specimens preventing leakage of gases, yet do not interfere with
vibratory motion of the specimens. A glass window bolted and cemented
to the top of the chamber allows measurement of slip when the strobo-
scopic technique is used as described above.

A cell of similar construction is used when slip is measured using
.Strain-gage techniques, but it i1s of larger dimensions so as to contain
the strain-gage assembly.

Test Procedure

The samples to be tested are degreased by immersion in bolling dis-
tilled benzene, dried, and weighed. They are then mounted in the chucks
and alined with a Jig. They are seated firmly against each other and
against the chuck faces by applying a small nitrogen pressure to the end
pistons. They are next clamped firmly in position and the full specified
test pressure is gpplied. The machine 1s started and allowed to run the
specified number of cycles, after which it shuts off automatically by
means of a counterswitch. When the test is completed, the samples are
degreased in hot benzene and immersed for 30 seconds in sulfuric acid
(5 percent by weight) heated to 50° C (120° F) and containing 0.1 percent
by weight of quinolinethiodide, a pickling inhibitor. The specimens are
then -scrubbed with a stiff bristle brush in running water, rinsed in hot
acetone followed by hot distilled benzene, and weighed.

The loss of weight for clean specimens occurring through pickling
was 0.3 milligram per specimen, a value which was subtracted from the
observed weight loss in order to correct for the loss of metal.

I1T. FRETTING CORROSION2 OF MIID STEEL IN ATR AND IN NITROGEN
Introduction

Using the test equipment and procedure described previously, meas-
urements of fretting corrosion were made using SAE 1018 cold-finished
steel, the certified mill analysis for which is as follows:

Carbon, percent . . « o o« v o« ¢ ¢ o« o o o o o o o s o o« o s o o« « 0.15
Manganese, percent . . . . . . . . .ttt bt e v e s e e ... 0.5
PhosphOTus, PErcent . . « v & v &« o o o o o« =« = 4 o« o « o« « « - « 0,008
Sulfur, percent . . . . ¢ ¢ ¢ . 0 i i i v e i e s v e e e e s . s 0,027

A check analysis of the carbon content gave 0.16 percent.

2One of the authors, I. Ming Feng, 1s of the opinion that fretting
damage or simply fretting would be a better name than fretting corrosion.
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The effect of various surface preparations (turning, grinding, No. 1
emery peper polish, No. O0O00 emery paper polish, and annealing plus No. 1
emery paper polish) was investigated, but no large differences were found.
Hence, abrasion by hand with No. 1 emery paper without annealing was chosen
as the standard procédure for all tests.

The physical appearance of a fretted 1018 steel specimen with corro-
silon products removed by pickling is shown in figure 6. Usually, in tests
of sufficlent duration, pitting occurred over most of the test area except
for the rims at the extreme outer and inner diameters of the annular test
surface. Even on the annealed specimens the inner and outer rims showed
residual bright metal, proving that the cold-worked inner and outer sur-
faces were not the cause. Perhaps the stress was less here than else-
where, or the edges were actually rounded in surface preparation. The
visual damage appeared as shallow pits, with the deepest pits in the
67,800-cycle tests with a 5,300-psi load and 0.003-inch slip averaging
about 0.007 inch.

Numerous data were obtained in the early stages of the investigation
before 1t was realized that atmospheric humidity is one of the lmportant
varliables requiring control. The literature had not disclosed a large
effect of humidity, possibly because the effect was not expected and
because previously reported experiments were predominantly qualitative.
The effect was filrst indlicated in this work by the disconcerting fact
that welght-loss values obtained in winter were greater than similar val-
ueeg obtained in sumer by a factor far exceeding the experimental error.
The discrepancy was opposite to that expected of normal atmospheric corro-
sion where attack is always more pronounced during periods of high humidity
(summer). This made the cause less obvious, but the effect was eventually
traced to differences in relative humidity varying from extremes of 5 per-
cent in winter to 100 percent in summer. Preliminary measurements at this
time also showed that quantitative effects of temperature veriation, par-
ticularly in the room-temperature range, are much larger than might have
been anticipated. These facts made necessary a repitition of all earlier
measurements with humidity precisely controlled and elther the temperature
of the specimens controlled or the weight-loss values corrected to roam-
temperature conditions.

The recorded welght losses herewlth reported are the average of two
mating specimens, except where temperature control of the specimens
required that a thermocouple be attached to the stationary specimen, in
vwhich case only the moving specimen was weighed. In view of the large
effect of humidity, tests were usually conducted in moving dry air, pre-
viously passed over anhydrous calcium sulfate contained in l-inch-diameter
tubes about 9 feet long. The relative humidity of air dried in this way
measured O percent, as indicated by a hygrometer at the exdit end of the
chamber surrounding the test specimens. Nitrogen, when used, was purified
by beling passed through a liquid-air trap, then through 3 feet of copper
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turnings meintained at about 400° C, and finally through another liquid-
air trap. Metal connectlions were used from purifier to cell in order to
minimize contamination by oxygen and molsture such as would otherwise
have occurred by diffusion through walls of rubber tubing.

Effect of Duration of Test

With the variables of the test fixed, such as pressure, relative
slip, and frequency of oscillation, weight losses of mild-steel speci-
mens were determined for various times of test in both dry air and in
purified nitrogen. The temperature recorded is the average achleved by
the specimens (330 C) during the test as determined by thermocouple
readings of similar specimens near the interface in parallel tests. The
date are reported in figure 7. The rate of metal loss was repid at first;
but, after about 150,000 cycles of test, corresponding to a period of
"run-in," the specimens reached a steady-state condition. Weight losses
thereafter were linear with time, or the rate of metal loss was constant.
Tests were carried out to a maximum of 1,250,000 cycles requiring about
39 hours. .

In nitrogen weight losses were much less, although not zero. At
200,000 cycles, for example, the weight loss was one-sixth that in eir,
and this Taction became less as the test was continued. The run-in
period for nitrogen required about 30,000 cycles as compared with
150,000 cycles in air. The decrease of fretting demage in an inert atmos-
phere such as nitrogen or helium, or in vacuum, has been previously
reported by several investigators (refs. 1, 6, 8, 10, 12, and 13).

Effect of Humidity

Humidity was controlled by passing air through distilled water using
submerged sintered glass disks in order to produce a fine dispersion of
gas bubbles. The flasks were submerged in a water thermostat maintained
at a prescribed temperature to within 0.1° C. Humldity was recorded using
a hygrometer manufactured by Serdex, Inc., located inside a gastight cham-~
ber at the exit system of the cell surrounding the test specimens. The
hygrometer was checked at several humidities against a sling psychrometer.
Although the entire range of relative humidity was possible, 100-percent
relative-humidity air was not used because rusting of the test specimens
and subsequent error in weight-loss determinations occurred. Air of
90-percent relative humidity did not cause such rusting during the time
of the test and, hence, this was the maximum extent to which air was
humidified.

Data given in figure 8 are for two times of test - one at 67,800 cycles
which brought the test short of the run-in period, and the other at
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457,800 cycles which was beyond run-in, where the welght losses of the
specimens became linear with number of cycles. A temperature of 330 ¢
was the average value of the specimens near the interface throughout the
test period. The values of relative humldity were based on room temper-
ature equal to 270 C. The percent effect of Increased humidity on welght
loss was appreciable and was about the same for both periods of test. At
100-percent relative humidity and 457,800 cycles, fretting corrosion as
measured by extrapolated weilght loss was only 55 percent the weight loss
at O-percent relative humldity and was correspondingly 65 percent at
67,800 cycles.

Fretting demsge of mild steel in nitrogen, essentially saturated with
water vepor, was found to be gpproximately the same as that in dry nitro-
gen (table I). This fact indicates that moisture in the alr perhaps either
decreases the abrasive properties of iron-oxide debris at the interface or
alters the rate with which iron combines with oxygen (in the opposite
direction to its effect in normal corrosion processes). In the absence
of oxygen or oxides moisture is apparently not important.

In this connectlon it was of interest to determine what effect, 1f
any, is exercised by iron-oxide particles on fretting damage in nitrogen.
Two specimens were run in 'dry air for about 600,000 cycles, thereby
becoming covered uniformly with compacted iron oxide on the contacting
surfaces. One of the specimens was then replaced by a clean specimen and
the welght loss of the latter determined after 30,000 cycles and also
after 203,400 cycles. The results are listed in table I. For comparison,
the welght losses of a clean specimen run with a clean specimen are also
included. The results show no certain effect of oxide, whether the spec-
imens were run in air or 1n nitrogen.

Nature of Corrosion Products

Previous investigators have reported ferric oxide a.Fe205 as the

mejor component of the final debris when iron or mild steel is fretted
(refs. 7 and 14 to 16). Roll and Pulewka (ref. 17), using the Hanffstengel
wear machine, claimed that Fe304 may also be present depending on the
load and velocity of the test. Fink and Hofmann (ref. 15), using the
Amsler wear machine, also found Fe304 in some tests. The latter authors

together with Thum and Wunderlich (ref. 1%) and Dies (ref. 11) reported

the presence of small emounts of metallic-iron powder along with lron oxlide.
Dies reported 24 percent ferrous oxide FeO, as determined by chemical anal-
ysis for debris of soft iron fretted against hardened chromium steel, the
remainder of the debris being 68.6 percent Fe205 and 2.5 percent Fe.

Traces of metallic nitrides were reported by Cornelius and Bollenrath
(ref. 16) and by Dies (ref. 11).
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In the present tests on mild steel, the major constituent of the

dark red debris, as determined by X—ray,5 was found to be oFey05. This

was true for specimens run at roam temperature and at -140° ¢ and 157 c.
A small amount of metallic iron, less than perhaps 5 percent by weight,
accompanied the oxide obtained from specimens run at 5,300 psi, 540 cpm,
and 0.0036-inch slip. How much iron, if any, was present under other
test conditions was not determined. The black powdered debris of spec-
imens run in pure nitrogen proved to be entirely metallic iron.

Effect of Temperature

The effect of temperature was studied by heating or cooling the sta-
tionary specimen rather than the smbient air. For temperatures between
-125° C and 100° C one turn of 3/16-inch-diameter copper tubing was sol-
dered to the specimen through which liquid nitrogen was pumped (for tem-
peratures below -50° C), or alcohol plus solid CO, (for temperatures
below roam temperature and above -500 C), or hot water (for temperatures
below 100° C) was circulated. For temperatures above 100° C a resistande
wire heating coll was wound around the specimen. The most difficult meas-
urements were the long-time runs at low temperatures requiring large vol-
umes of ligquid nitrogen and constant manual adjustment.

Since heating or cooling one specimen of a pailr produced a tempera-
ture gradlent, the temperature near the interface was estimated for each
condition of test. This was done in preliminary test runs maintaining
conditlons exactly as in regular runs. Thermocouples were soldered to
each specimen near to and equidistant from the interface, and the test
machine was then started. Generally, a thermocouple attached to the
moving specimen gave a higher or lower reading than the stationary-specimen
thermocouple, depending on whether the stationary specimen was heated or
cooled. The average was taken of the two temperature readings when
steady-state temperature and fretting conditions were reached.

During actual runs for which weight losses were recorded, a thermo-
couple was attached to the stationary specimen only, the reading of which
combined with data from preliminary runs gave the specimen temperature.
The weight loss was then determined for the moving specimen alone. One
other precaution taken because of the temperature limitations of rubber
was to omit the gasket between the cell and the specimen for runs above
80° C or below O° C. The cell for these measurements was reconstructed
s0 that it fitted tightly without gaskets around the stationary specimen
but allowed a small annular space around the moving specimen, thereby
permitting free relative motion of the two but, nevertheless, preventing
the influx of air to the chamber in which dry air was maintained.

3Carried out by P. Rautala of the M.I.T. Department of Metallurgy.
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Date are recorded in figure 9 for two periods of test, again corre-
sponding to periods before and after run-in. The weight losses were greater
the lower the temperature. Before the run-in period, weight losses at
50° C were only about 50 percent or one-half those at 0° c, and after
the run-in, sbout 65 percent. As temperatures fell below 0 C, fretting
corrosion increased for long periods of test but apparently'remained rela—
tively fixed for shorter periods. Above 500 C, and to a maximum of 150 c,
the temperature coefficient of corrosion was relatively small., These
data, of course, are all for unlubricated surfaces in dry air. The data
may or may not correspond to observations on lubricated surfaces, where
properties of the lubricant also enter as factors, although qualitative
effects of temperature should probably be the same. For example, Almen
(ref. 1) found in the case of lubricated automotive bearings that fretting
corrosion when it occurred was more severe in winter than in summer, which
agrees with the present conclusions based on figure 9.

Effect of Slip

Relative slip of the specimens was varied from 0.0004k to 0.0091 inch,
employing a pressure of 5,300 psi, a frequency of 540 cpm, and a total
test period of 67,800 cycles. The values of relative slip were corrected
for slight elastic loss between the fixed points of the transducer used
to measure relative displacement. This amounted to 0.0003 inch.

Whereas temperature corrections were not necessary for previous runs
because the speclmens were near room temperature or the temprature was
controlled, corrections became of increasing lmportance to runs where
load, slilp, and frequency were increased. Temperature rise was appre-
cieble for specimens oscillating at high frequencies or high values of
slip or load, and the corresponding corrections made necessary by the
higher temperatures were not small. Ideally, a temperature-correction
curve should be constructed for each condition of test. This would require
considerable time, however, in view of the major effort campelled by the
two temperature curves of figure 9 for a single set of conditions. Hence,
the compromise situation was to use the data of figure 9 and assume that
the effect of temperature for any condition of test was the same percent-
age based on welght loss. For example, the welght loss of a specimen
fretted for 67,800 cycles at 5,300 psi, 540 epm, and 0.0036-inch slip is
7.8 milligrems at 25° C and 4.7 milligrems at 50° C. Correspondingly, if
the temperature during a run achieved by a specimen fretted at a specified
slip, load, and frequency happened to be 500 C, 1ts weight loss wes cor-
rected by multiplying the observed value by 7.8/#.7. This order of cor-
rection is Justified only in the absence of a better correction and was
used in the expectation that it marks an improvement over no correction
at all. However, recognizing the inherent limitations of the assumptions
that are made, the data recorded in the various figures include weight-
loss values not temperature-corrected, as well as those corrected as
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described. It should also be mentioned that some scatter in the corrected
results for similar test conditions comes about through variations in room
temperature.

Preliminary tests were run to determine the relationship of slip to
the average temperature rise of the specimens. A maxdmum temperature
rise of 22° C for O. 0091-inch slip corresponded to a maximm correction
in the order of 8 milligrams. Data are presented in figure 10 showing
that weight loss 18 a linear function of slip. This is true for all
temperature-corrected values of weight loss, as well as for uncorrected
values corresponding to the higher values of glip. The greater the
amplitude of oscillatory motion, .therefore, the greater the fretting
corrosion. Furthermore, 1t appears from the extrapolated data that cor-
rosion no longer occurs for zero slip.

Effect of Pressure

As pressure on the test specimens is increased without change of
other factors, relative slip gradually decreases. Welght losses corre-
spondingly increase at first, reach a maximm, and then decrease as more
and more motion induced by the cam is taken up in elastic losses both in
the machine and in the specimens. When the epplied pressure is so high
that the relative slip of the specimens is reduced to zero, fretting
corrosion also becomes nil.

It is of greater fundsmental interest to know how fretting dasmage
varies with applied pressure under conditions where the relative slip is
maintained consteant. This was determined in a series of tests by adjusting
the cam after each change of pressure, so that slip was maintained at
0.0036 £ 0.0002 inch after appropriate corrections were made for elastic
losses in the specimens between the fixed points of the transducer. Fig-
ure 11 shows that welght loss increases with pressure up to the maximum
pressure applied of 5,300 psi.

Effect of Frequency

By means of a strain-gage transducer, the relative slip between two
mating specimens was found to be independent of frequency. This was
checked at 5,300 psi and 0.0036-inch slip.

The maximum temperature rise reached by the test specimens increased
appreciably with frequency, necessitating trial runs as described previ-
ously in order to establish-temperature corrections. The highest value
of temperature at 3,000 cpm and 0.0036-inch slip, for example, was found
to be 61° C. The corresponding correction required adding 3.6 milligrams,
or 112 percent of the observed weight loss. The temperatures attained
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were still higher at 1,300 cpm and 0.0091-inch slip (77° C) and the cor-
responding corrections greater. Great rellance, of course, cannot be
placed on corrections of this order. At lower frequencles or lower values
of slip the corrections were less as the data of figure 12 show.

Temperature correctlons tend to diminish the observed frequency effect
of fretting corrosion, but the effect nevertheless remains sizable. Weight
logses are definitely lower the higher the frequency for a given number of
test cycles. It is also agpparent that the greater the slip, the greater
is the frequency effect; and, for a very small value of applied slip
(0.0004 inch), any epplied frequency effect is within the experimental.
error. In nitrogen the frequency effect also disappears (fig. 13), even
though a cam displacement of 0.08 inch was employed which produces a

slip of 0.0036 inch in air but variable slip in nitrogen. The data were
not temperature-corrected.

III. MECHANISM OF FRETTING CORROSION

A satisfactory theory of fretting corrosion should account for sev-
eral facts emong which are the following:

(l) Fretting damage is reduced in vacuum or inert atmosphere.

(2) Debris formed by fretting of iron is largely of the
composition Fe203.

(3) Greater damage occurs at low fregquencies for a given number
of cycles than at high frequencies (fig. 12).

(4) Metal loss increases with load and relative slip (figs. 10
and 11).

(5) Greater damage occurs below room rempersture than above
room temperature (fig. 9).

(6) Damage is greater in dry alr than in moist air (fig. 8).

The fact that fretting corrosion involves a chemical process can
hardly be doubted 1n view of the fact that a chemical reaction product
is formed. The process of fretting, therefore, is truly one of corro-
sion, a term defined as the chemical or electrochemical reaction of a
metal with its enviromment (ref. 18). This terminology is perhaps rea-
songbly clear, but there 1s still ample room for discussion as to whether
the observed chemical process accompanies or follows consumption of metal
in fretting damsge.
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~ There are good reasons for believing, based on work of other inves-
tigators and on data presented in part II, that both situations occur in
practice. The frequency effect of damage, for example, is plauslibly
explained as evidence of chemical reaction accompanying the fretting
process, which proceeds as a function of time rather than of distance
traveled during the oscillatory motion of the specimens. Accordingly,
at high frequencies where the time of fretting is short for a gilven num-
ber of oscillations, the over-all welght loss is less. On the other
hand, evidence of mechanical wear comes from the observed presence of
iron particles in the debris. Also, photomicrographs (e.g., fig. 14) of
a fretted specimen surface show unmistakable disturbance or cold-working
of the surface, and, in some cases, there are areas where metal appears
40 have seized and separated. Adhesion and shearing of such areas are
logical sources of metallic debris (refs. 19 and 20). The fact that so
little metallic debris appears 1s evidence not of minor mechanical wear,
but rather of conversion of metallic debris to oxlde subsequent to removal
of metal from the specimen surface.

It should be pointed out that typical pitting of fretted surfaces is
not a result of electrochemical action such as occurs in agueous media
through operstion of galvanic cells. The pits, instead, result from
localized stress concentration at these areas through accumulation of
oxide. Ferric oxide Fe203 formed by fretting action has a density of

5.12 compared with the density for iron of 7.86. This means that the
oxide has greater volume than the iron from which i1t forms by a factor
of 2.2. Therefore, the metal surface areas Initially in contact and
first fretted remain or become highly stress loaded because the oxide

of greater bulk than the metal tends to separate the two surfaces. Con-
sequently, fretting corrosion is accentuated locally, in accord with the
data of figure 11, and the tendency is toward pitting attack rather than
uniform surface wear. Fretting action thereafter between two moving
surfaces is transmitted lergely by compacted oxides retained in the pits.
The forced separation of metal areas surrounding pits was observed in
many of the present test specimens, particularly before the run-in period.
At these areas, marked by the persistence of unattacked bright metal,
original scratch lines formed during surface preparation of the specimen
are still clearly seen under the microscope.

Theory of Fretting Corrosion

Facts assembled from the literature and from the present test pro-
gram suggest the following model for the mechanism of fretting corrosion.
Assume a surface with n circuler asperities or contact "points" per
unit area of metal (or oxide) with average diemeter c¢ and an average
distance s apart. In the fretting process these asperities move over
a plane metal surface at a linear velocity v, each asperity, in turn,
plowing out a path and exposing clean metal, the area of which depends
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on the width of the asperlty and length of travel. Behind each asperity
on the track of clean metal gas from the atmosphere will rapidly adsorb,
or perhaps a thin layer of metal oxide will form. The next asperity will
wipe off gas or oxdde film as it traverses the path of the first asperity,
and so on for all asperities. (See fig. 15.)

The average time during which elther gas adsorbs or oxide forms is +.
Then

t =s/v (1)

The corresponding emount of oxlide W removed by one asperlity plowlihg
out a path 1 long and c¢ wide 1s dependent on the total oxidation of a
clean iron surface of area c¢l 1n time +.

The empirical relstion for the initial stages of oxidation of a metal
is given by:

W = clk loge(-:'% + 1) (2)

where T and k are constants. This logarithmic oxidation-rate equa-~
tion was first suggested by Tammann and K&ster (ref. 21) as applying to
oxidation of iron at low temperatures (252° C to 385° C), as well as to
oxidation of various other metals. The logarithmic equation has since
been confirmed by other investigators for iron and other metals (refs. 22
to 27), again for relatively low temperatures. Another relation holds
when the oxide films that form are comparatively thick, but this is not
the present situation.

The logarithmic equation was reported by Armbruster and Austin as
applying to oxidation of iron at room temperatures (ref. 28) but after
initial adsorption of oxygen on the surface too rapid to measure.
Instead of oxidation, their data alternatively may represent the rate
of chemisorption of oxygen on iron, where the first layer of molecules
rapidly adsorbed is held by Van der Waals forces (physical adsorption),
followed by less rapld conversion to dissoclated atoms which become
chemically bonded to the surface (chemisorption). The first layer of
gas, in turn, as it becomes chemlsorbed encourages adsorption of addi-
tional gas less tightly bound. On this basis, mechanical energy of
ebrasion supplies the necessary activation energy to convert immediately
the adsorbed gas film to stolchiometric chemical compound of which
oxide is one exemple. Conversion to oxide at room temperature is much
slower in the absence of such an activatlion energy. This model for the
metal surface is not essential to the present discussion but is made
here in order to include what seems to be a plausible detail of fretting
action to be considered again later in an interpretation of the facts.
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The final equation derived below for the rate of fretting corrosion is the
same whether one assumes gas adsorption followed by formation of oxdde
through mechanical action, or rapid oxide formation wiped off directly by
abrasion. Perhaps, in the general case, both gituations apply.

Substituting equation (1) into equation (2):
W = clk loge(v—ﬁr- + l) (3)

In the presently described fretting tests, the motlon of one annular ring
specimen slipping with respect to a similar specimen is sinusoldal. Since
21 1is the total length of travel in any one cycle, the llnear displace-
ment x from the midpoint of travel at time + 1s given by:

x=%cose ()'*')

|
<
!

- a0
=-Lsine &2 (5)

If f represents constant lineer frequency, this is related to con-
stant angular veloclty by the expression:

- 88 _ opp (6)

Therefore, the average velocity. is glven Dby:

7t
:tlffsinede
= 8

V=- - = 21f : (7

Hence, for n contacts or asperities per unit area of interface, the
welght loss designated by W.oprrog Per single cycle caused solely by

oxidstion, in accord with equation (3), is:
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Weorros = 2nlck loge (é% + 1) (8)

To this must be added mechanical loss of metal because each asperity, on
the average, digs below the oxide layer (or adsorbed gas layer) and dis-
sipates metal in an amount proportlional to the area of contact of the
asperities and length of travel. The area of asperity 1s important now
rather than width, because of the "tearing out" or welding action occur-
ring during mechanicel wear in contrast with the scraping off of chemical
products from the surface. A shearing off of asperities without welding
also leads to wear dependent on the total area of contact. For n cir-
cular asperities, the weight loss per cycle is given by:

Wpeon = 2'n(g) 1 (9)

» .
But nn(%) , the total area of contact, is known to be equal to the

load L divided by the yield pressure p_ (ref. 19, p. 20).

Hence,

Wpech = &‘% = k1L (10)

where k, 1is a constant equal to 2k!/p . The total wear or metal loss

" per cycle is the sum of the oxidation, or corrosion term, and the mechan-

ical term:.
Yiotal = Yeorros + Ymech (11)

Returning to equation (8), the logarithmic term can be expanded
according to the relation

loge (x + 1) =x -

mlpﬁo
(o
W
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where x 1is equal to s/2l1ft. When the latter expression is much smaller
than unity, the square and higher terms can be omitted. This condltion
applies particularly to high load (small vaelues of s), high frequency £,
and large values of slip 1. The constant T for oxidation of iron or
adsorption of oxygen on iron has not been determined emplrically with
great precision, nor has its theoretical significance as yet been made
clear. The value equals 0.06 second for all of Tammann's data on iron
(ref. 21) and is variable , but is In the order of % seconds for Winter-
bottom's data (ref. 27) and varisble, and in the order of 60 seconds for
some of Armbruster and Austin's data (ref. 28).

In the present experiments f 1is approximately 10 cps and 1 1is
about 0.0l centimeter. The average distance between agperities at

5,000 psi after the run-in period approaches perhaps 1072 to 10"6 centi-
meter. The quantity s/21fT, therefore , 1s approximated by

1074
2 X 0.01 x 10 x 0.06

= 0.008

Therefore, whenever experimental conditions are such that higher terms
of the logarithmic expansion can be neglected:

_ 2nlcks _ ncks
Weorros 51T T (12)

This expression, it will be noted, is equivalent to assuming, from the
very start, a linear rate of oxidation or of gas adsorption on clean iron
where k/T is the reaction rate constant. The linear rate reasonsbly
approximates the actual state of affalrs considering the short times of
adsorption or oxidation which are being dealt with here.

From the fact that the number of asperities along one edge of unit
area is equal to ym, it follows that s + c is approximated by 1/\ad.

Also, recalling that nﬂ(—g—)a = L/pp,

1/2 k1L,
Weorros = kOIi‘. - % (13)
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where
_ _ 2 k
ky = T
\,Pmﬁ
and
b k
k., = &=
1 T

Combining equations (10), (11), and (13), one has the final expres-
sion for fretting as measured by weight loss corresponding to a total of
C cyles:

/2 klI)% + K 1L0 (1k)

Wiotal = (koL

Note that thls final equation is made up of three terms, the first
two terms representing chemical reaction or corrosion and the third term

representing mechanical wear. According to this relation, the total
welght loss is:

(1) Linear with total number of cycles. This is in accord with the
observations, the linear steagy state being reached after, & run-in period
(fig. 7).

(2) Parsbolic with applied load L. This trend is also indicated
by the data (fig. 11).

(3) Hyperbolic with frequency f. Figure 12 confirms this predic-
tion except for small values of sllp. The lack of frequency effect for
small applied slip 1s explained later.

The first two terms of equation (1%) show that the corrosion factor
of fretting dsmage:

(1) TIs predominant at low frequencies but is overshadowed by mechan-
ical wear at high frequencies.
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(2) 1Is a function of total time of test regardless of frequency,
since C/f is equivalent to total time.

(3) Becomes zero when nx c 2, the actual area of contact, approaches

the maximum ares of the interface (or s =0 and 1/yn = ¢). This occurs
at a load L equal to :@m/h.

(4) Is independent of total slip 1, whereas the mechanical term
increases linearly with slip. As 1 approaches zero, the term

2nick loge -2—7}? + 1) approaches zero and,-therefore, Wi, i.,; &lso
approaches zero. Zero fretting damage in the absence of slip has been
established by previous investligators and also by the present data.

The above conclusions are in essential agreement with the ei:peri-
mental results_.

Chemical and Mechanical Contribution to Fretting Damage .

Equation (14) in combination with the data of part II makes possi-
ble a correlation of all the reported data and an evaluation of how much
fretting demage can be attributed to corrosion or chemlcal reaction and
how much to mechanical wear. Thils necessitates evaluation of the con-
stants ko, kl, and k2 An examination of weight loss plotted agalnst

pressure (fig. 11) shows that the following equation adequately describes
the empirical curve:

W = 0.0%811/2 + 0.0000L (15)

Since the data of figure 11 are for 67,800 cycles, a frequency of
540/60 cps, and a slip of 0.0036 inch, equation (14) becomes:

W= 7,5l+OkOLl/ 2y (244k2 - 7,5’+0k1)L (16)
Therefore, compering equation (15) with equation (16):

kg =Q~_°5%= 5.05 x 10-6
J
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The constant kl can be evaluated from ko employing the relation:

~

where ©pp, the yileld pressure, is épproximated by 3 times the elastice

Limit (ref. 19, pp. 19 and 30) or for mild steel equals 100 kg/mm2 or
140,000 psi.

Substituting this value into the above equation,
ky = 1.51 x 10-8

Finally, k, can be evaluated knowing ko and k; end is equal

to 4.16 x 10'6. This gives as the final expression for fretting weilght
loss:

W= Ks.os -x 10-6>L1/ 2 -(1.51 X 10'8>£, %+(1p.16 X 10-6)7,Lc (17)

where W is in milligrams per specimen (0.184-square-inch (1.19-square-
centimeter) surface); L i1s in pounds per square inch; £, in cycles
per second; C, in cycles; and 1, in inches. ’

How well this equation describes the weight-loss data for tests with
variation of load (pressure), slip, and frequency can be Judged by refer-
ring to table II. Agreement, by and large, is good.

At 56/60 cps and 0.0036-inch slip, the deviation of the calculated
from the observed velue can be explained on the basis that the approxi-
mate expansion of the logarithmic term in equation (3) no longer holds.
The rate of oxide formation is not so great, in other words, as is cal-
culated from the linear rate constant obtained from higher frequency
data. It seems that deviations from the linear oxidastion rate appear
below 238 cpm, as shown by figure 16, where the weight losses plotted
with reciprocal frequency are otherwise in accord with the predictions
of equation (14). By increasing the slip 2.5 times from 0.0036 to
0.0091 inch, thereby decreasing the value of the term s/21fT within
the logarithm, agreement between the calculated and observed welght loss
at 56/60 cps is better (34.4 compared with 32.7 milligrams).
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Whenever lncreased specimen surface temperatures are generated through
use of high frequencies or large values of slip or both, correspondence
between theory and observation is obscured by the uncertain correction for
the temperature effect. It is significant, nevertheless, that the calcu-
lated values, by and large, fall between the corrected and uncorrected
observed velues. VWhen the test conditions are such that surface tempera-
tures are high, the calculated values seem to agree better with the uncor-
rected values, suggesting that the approximate temperature corrections
that were used are much too large in these instances.

A frequency effect of weight loss is calculated by equation (17) to
exist for 0.0004-inch slip; however, figure 12 shows that essentially no
frequency effect 1s found for this value of slip. The mechanical-wear
term is calculated to be 0.6 milligram and the chemical-wear term,

2.2 milligrams. The observed weight-loss value of 1.1 milligrams, there-
fore, 1s in between these two values and suggests that a high-frequency
oscllliation may have been superimposed on the applied frequency. If this
extraneous frequency were constant regardless of applied frequency, the
sought frequency effect would be masked. This fact suggests that vibra-
tion of the test machine, which despite all efforts was not entirely
eliminated, interfered with the weight-loss values for this low value of
slip. Vibration tests confirmed that extreneous motion mey actually
reach a maximum of 0.0004 inch. The data of the lowest curve of figure 12,
therefore, are not inconsistent with the theory but apply instead to small
values of sllip for an unspecified range of high frequencies.

The percentage of fretting demage attributable to corrosion and that
part represented by mechanical wear, calculated using equation (17), are
included in table II. It will be noted that the chemical factor of fret-
ting damage predominates for small values of load, slip, and frequency
but is only a small percentage of the total effect at high frequencies.

These calculations bear out Fink's statement (in a discussion of
ref. 9) that mechanical wear predominates over chemical wear as slip
increases and that the high rate of wear in nitrogen reported by Rosenberg
and Jordan (ref. 9), contrary to his findings, is explained in part by
the larger slip employed by them. .

In view of the fact that the mechanical factor at 540/60 cps,
5,300 psi, and 0.0036-inch slip is relatively large (71 percent), a sig-
nificant question can be raised concerning the much smaller percentage
of metallic iron actually found in debris for specimens fretted under
these particular test conditions. The obvious answer is that iron par-
ticles worn off the moving surfaces are later oxidized by secondary
fretting action of one particle rubbing against another or against the
metal surface. Action of this kind reduces the amount of metallic iron
in the debris and produces more of the same composition oxlde as forms
in the primary process. It seems less likely that iron particles
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dislodged from the metal surface should be oxidized spontaneously upon
contact with alr as is suggested by Tomlinson (ref. 2). For one thing,
the particles are probably much larger than the atomic dimensions he
suggested, since the mechanism of wear appears to emphasize fracture of
macroscoplc asperities, rather than the tangential plucking out of atomic-
size metal fragments. Dies (ref. 11), for example, reported that the

slze of fretting-debris particles is about 1 micron (10‘lL centimeter or
about 10,000 atom diameters). Furthermore, fretting debris consisting
entirely of metallic-iron powder obtained from test specimens run in
nitrogen displayed no observable tendency to oxidize spontaneously upon
exposure to alr. In view of the reduced tendency of iron to oxidize at
subzero temperatures, the fact that fretting action at these same low.
temperatures still produces predominantly an oxide debris (see the sec-
tion "Nature of Corrosion Products" in part IT and ref. 29) is further
evidence that sponteneous oxldation is not likely. Godfrey (ref. 7
reported a change in color of iron debris from black in the center of
fretting action to red at the outer rim, which he explained as spontan-
eous oxidation of black iron particles to red Fe203. If the change of

color is truly one of contlnuous oxidation and not due to change in
particle size, hydration, or ratio of Fe +to O 1in the oxide, any one
of which may Influence color, the observed effect can be explained by
secondary fretting action as discussed sbove.

The welght losses of test specimens run in nitrogen are no longer
frequency-dependent (fig. 13). The theory successfully predicts this
situation because the chemical factor of fretting no longer exists, and
all weight losses are accounted for by the mechanical term alone. It
is noted from equation (14%) that the mechanical contribution to wear
does not include a frequency factor.

Explanation is required for the fact that welght losses in nitrogen
are observed to be lower than corresponding calculated values of the
mechanical contribution to fretting corrosion. For example, the calcu-
lated mechanical term for specimens in air at 5,300 psi, 5&0/60 cps,
0.0036-inch slip, and 67,800 cycles is 5.4 milligrems, whereas the cor-
responding weight loss in nitrogen is 1.4 milligrams. This difference
is explained by favorable conditions for metal transfer from one metal
surface to another when test specimens are run in an inert atmosphere.
In air, metal transfer occurs infrequently or not at all, because the
final, if not the initial, debris 1s predominantly oxide rather then
metal. Such metal particles as are formed become rapidly covered with
oxygen or oxide, reducing the probability of their subsequent rewelding
or fusing to one of the metallic surfaces. Weight-loss measurements of
specimens, of course, do not include amounts of metal transferred;
therefore, in nitrogen welght losses are invarigbly lower than the cal-
culeted mechanical term in air, where dislodged metal particles may be
lost permanently to either specimen surface.
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Aluminum and stainless steels are especially damaged by fretting
action, not only because hard oxide debris particles form having the
compositions A1203 and Cr205 but also because the metals themselves may

inherently oxidize or adsorb oxygen particularly rapidly upon exposure
to air. This suggests that the chemical factor of fretting damage may
be more important for these metals than for metals having less affinity
for oxygen. By the same reasoning, damage to noble metals must be
largely or entirely mechanical.

Effect of Temperature and Humidity

The data presented in figure 9 show that fretting corrosion 1s
greater at low than at high temperatures. Oxidation of metals in air,
on the other hand, almost always increases with temperature. One can
assume, therefore, that (1) the mechanical factor is much greater at
low temperatures, overshadowing the chemical term, or (2) the reaction
rate constant k/T is greater at low temperatures despite a decreased
oxidation tendency. If the latter is correct, k/'l‘ mey refer to the
rate of adsorption of gases on the metal surface rather than to the oxida-
tion rate, implying that the rate of adsorption of gases at low temper-
atures may be greater than that at high temperatures.

In order to distinguish between these possibilities, further exper-
Imental data are needed. For example, date obtained at several temper-
atures for a variety of frequencies, slips, and loads would help evalu-
ate the temperature coefficient of the mechanical factor as distinct

from the chemical fac‘l:or.l"

Increased damage at low temperatures makes less likely any assump-
tion that fretting occurs solely by oxidation of metal by reason of high
local temperatures induced by friction. This assumption was also denled
by Fink (ref. 29) who ran steel specimens in the Amsler wear machine in
the presence of liquid alr, observing, nevertheless, rapid formation of
an oxide debris. 1In addition, were this assumption correct, it would
seem that fretting debris for steel should be mostly of mill-scale com-
position comparable with the high-temperature iron oxide Fe50h. None

ll'One can assume with Fink and Hofmann (ref. 30) that "lockerstellen,"
or chemically active surface sites, which are produced by mechanical dis-
turbance of the surface and which oxidize as rapidly as they are formed,
increase in number as the temperature is lowered. Certainly, the rate
of recovery of disarrayed or cold-worked metal is suppressed at low tem-
peratures, in agreement with this premise. But were thils the entire
mechanism, one would expect that for a given number of cycles the number
of active sites produced would always be the same. In other words, a
frequency effect would not be expected, contrary to what is found.
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of this oxide, however, was found in the present tests. Further evidence
along the same lines comes from less observed fretting demage at high
frequencies under conditions where the highest interface temperatures

are expected and. found.

Because fretting corrosion is less in high-humidity air than in dry
air, the view 1s supported that moisture (1) decreases sbrasive wear of
the oxide debris or (2) decreases the rate of adsorption or of chemical
reaction of oxygen with iron. Experiments in which humidified pure
nitrogen was substituted for dry nitrogen showed no accelerating effect
of moisture on weight loss (table I). Hence, water itself presumebly
will not react with iron in the absence of oxygen, -even though mechani-
cal activation energy 1s supplied. This fact lends support to the pos-
s8lbility where water is considered of perhaps hydrating the debris and
thereby reducing abrasive wear. On the other hand, adsorbed water can
also be consldered to form a film of lubricant between the contacting
surfaces, which is either a hydrodynamic or a boundary film, over which
asperities can move without mechanically activating the reaction between
adsorbed oxygen and metal. The first assumptlon ascribes most of the
effect to the mechanical factor of fretting damage, whereas the second
possibility leans on the chemical factor. Again, more data are needed
to differentiate clearly one factor fram the other.

Calculation of Reaction Rate Consfant for Iron

The coefficients k5 and ki of equation (14) contain the reaction

rate constant k/T for oxidation of iron, or for adsorption of oxygen on
iron, whichever predominates in the fretting process. The reaction rate
constant cen be obtained from the velue k, in equation (14) or from the

slope of the curve of welght loss against reciprocal frequency in fig-

) 1/2
ure 16. In the first instance, it is equal to ﬁfg%g___ k, where
ko = 5.05x 10© (eq. (17)) end py = 140,000 psi. In the second instence,

the rate constant is equal to Slope where Slope = 1.26 x 107 mg min~t
AL AL
\me, ~ @

or 21.0 mg sec~l for 67,800 cycles referring to a specimen having an
apparent contact area of 1.19 square centimenters. After converting the c
value for k, and the slope to unlt area, k/T is calculated equal to

1.4 x lO"3 mg cm’2 sec™l in the first instance and 1.5 % 10-3 mg em™? gec—l
in the second instance. The two values are in satisfactory agreement with
each other. :
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Precise data for the initial oxidation rate of a clean iron surface
at room temperature have not been reported. Data for the rate extending
over several days for hydrogen-reduced iron exposed to air at room tem-
perature (20° C) have been presented in grephical form by Winterbottom
(ref. 27) who employed an optical polarized-light method. Tammenn and
K&ster (ref. 21) reported data for polished specimens exposed several
minutes above 250° C, using interference colors as a measure of oxide
thickness. The data of both Winterbottom end Tarmann and KOster follow
the equation:

X=klog, £+ 1

where X 1is the thickness of the oxide film in angstrom units ('I.O’8 cen-
timeter) formed in + seconds. On the basis of Winterbottom's data,

k has the approximate value 3.3 A, but T varies with each of the three
reported runs from 2.6 to 10.4 seconds. For his experiment 26, the data
for which seem the most reliable of three runs, T equals 2.6 seconds
and, therefore, k/T is equal to 1.3 A per second. Tammann, whose
values of T are the same for all temperatures, reported an extrapolated
velue of k/t at 15° C equal to 27,120 A per minute or 450 A per second
for an equivalent alr film. On the basis that Fe;0, (index of refrac-

tion, 2.5 (ref. 27), and density, 5.18) is the film substance, as was
assumed to be reasonable by Winterbottom, k/t = 180 A per second, or

6.7 x 1072 mg Fe em™? sec™ for Tammsnn's data, and the corresponding

value for Winterbottom's data is 0.05 x 1070 mg Fe cm™2 sec™l. These

two values are not in agreement with each other, mesking it more difficult
to evaluate k/T obtained from fretting data in terms of what might be
expected. Since fretting action on one of two surfaces subject to rela-
tive slip occurs on the average half the time (compacted oxide slips on
only one specimen surface), the value of the reaction rate constant from
present fretting measurements should be multiplied by a factor in the order

of 2, making the value approximately 2.9 x 10~>. This value is roughly O.k
of the Tammann value and 58 times the Winterbottom value. The close agree-.
ment with Temmann's value extrapolated from above-room-temperature data
suggests that a clean iron surface at room temperature oxidizes directly
rather than first adsorbing gas which later reacts to oxide by mechanical
activation. However, this conclusion is not certain, for ome reason
because of doubt introduced by the extrapolation and by some uncertainty
concerning the absolute values of oxide thickness measured by the
interference-color technique (ref. 31). If Winterbottom's value, which
does not involve an extrapolation, is taken as correct, the lower value

of k/T compared with the fretting-data value supports the view that the
mechanism of fretting actually involves gas adsorption rather than dlrect
oxidation, since the former process is initially very rapid, as Langmulr

(ref. %2) and Armbruster and Austin (ref. 28) reported. The premise is
less likely that k/t from the fretting data exceeds the observed film
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growth rate because of the high surface temperatures of the fretted
specimens. This at first appears to be a distinct possibility, even it
the temperatures achieved are not sufficient to produce the high-
temperature oxide FEBOh' But less observed fretting damage at high

frequencies where interface temperatures are higher than those at low
frequencies is & strong argument opposing this assumption. The gas-
adsorption mechanism, on the other hand, is in accord with the observed
frequency effect and 1s, furthermore, given weight by the fact that the
celculated smount of oxygen removed from the surface corresponding to
the chemical factor of equation (17) for each cycle of fretting action
is less than a monolayer. The amount of iron oxidized through fretting

at a load of 5,300 psi 1s calculated as 2.7 X 1072 mg cm ™2 cyc;e'l
aversged over all the specimen surface, which corresponds to

l.2 X 1072 mg oxygen cm™2 cycle~l (assuming Fep03z as the reaction
product). A close-packed monolayer of chemisorbed oxygen atoms of

covalent radius 0.TA, on the other hand, is equivalent to 16 X 10-2 mg
oxygen cm™2.

It appears from these comparisons that the reactlon rate constent
for iron calculated from the:fretting dats is not an unreasonable value
and, accordingly, the proposed model for fretting action is plausibly
in line with the facts available so far. The proposed model and the
present data do not provide support for Tamlinson's molecular attrition
theory. Oxidatlon of metallic particles after they are dislodged from
the metal, for example, would not glve rise to a frequency effect as is
observed. Alternatively, the described model is in better agreement
with the view of Fink and Hofmann that oxide forms on the metal surface
as a result of relative slip. But the data do not indicate that the
formation of actlive chemical sites on the surface through mechanical
disturbance of the metal is a majJor condition of the fretting process,
as the latter authors propose. The facts support only the view that
fretting action is one of continuously removing chemical reaction prod-
ucts from the metal surface, the amounts of which depend mainly on
time and load, combined with a purely mechanical-wear factor resulting
in metallic debris that forms in emounts depending largely on load,
slip, and number of cycles. The metalllc debris, in turn, may further
oxidize by secondary fretting action.

Remedial Measures

The proposed mechanism of fretting corrosion suggests that remedial
or control measures in order to be successful must depend on reduction
of both the chemical- and the mechsnical-wear factors. Excluding air
from the metal Interface, such as by use of speclal atmospheres, cements,
or elastomer gaskets, will reduce the chemical factor of fretting damage.
The mechanical factor of fretting will persist, however, its importance
depending on the conditions under which slip occurs. But with rigid
exclusion of alr and other substances capable of resction with the metal,
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the mechanical wear of metal may also be reduced, as the present nitrogen
data show. Any reduction of this kind occurs because of metal transfer in
Place of metal loss with the formation of metellic-debris particles, the
transfer being accompanied by severe cold-working of the surface metal.
The factors influencing metal transfer have not yet been evaluated, other
than the influence of air itselrf.

The proposed mechanism of fretting also suggests that interposition
of a substance at the interface that can bond itself to the metal sur-
faces with greater strength than it is bonded to itself would reduce
fretting demage. Unless the substance is metallic and s good thermal
conductor, such a substance must presumably have good high-temperature
characteristics because of the high local temperatures generated by
friction in a poor conductor. By the same token, the internal coeffi-
clent of friction for the substance should preferably be low so as to
reduce generation of heat. Perhaps, molybdenum sulfide which has been
shown to be beneficial (ref. 4), and is an effective high-temperature
lubricant, approaches these requirements.

It has been suggested that one surface of the interface be made
flexible through use of certaln plastics or rubber. TFretting damage is
minimized presumably by eliminating relative glip. Also, fretting
debris may possibly be reduced by using a soft metal in combination
with a hard metal. It would seem from the preceding discussion that
one should, in this instance, apply & load approaching the yield pres-
sure P, of the soft metal, since the space between asperities where
oxidation occurs is thereby minimized. Should the debris particles
become embedded in the soft metel, they may, of course, continue to
accelerate mechanical wear, but chemical wear will be reduced by the
exclusion of eir from a large fraction of the surface.

CONCLUDING REMARKS

A test machine has been designed and bullt to measure fretting
damage quantitatively under controlled experimentsl conditions. Damage
is measured by the weight loss of specimens subJect to defined oscilla-
tory slip. Load can be applied to a maximum of 27,000 psi, frequency is
made variasble between 56 and 3,000 cpm, and relative slip cen be adjusted
between O and 0.008 inch.

Data are reported for mild steel fretted against itself. The humldity
of smbient air was found to be a sensitive variable requiring control, a
fact first discovered through discrepancies of weight-loss data obtained
in winter compared with those obtained in summer. Fretting corrosion of
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mild steel was less in moist air than in dry alr, the weight loss at
100-percent relative humidity being only 55 to 65 percent of the weight
loss at O-percent relative humidity. Because of this large difference,
further tests were consistently carried out in dried air. At the same
time, 1t was observed that fretting corrosion was appreciably greater
below room temperature than above room temperature (up to 150° C).

Weight losses of specimens fretted at 50° C were approximately 50 percent
or one-half the losses at 0° C.

The rate of fretting corrosion in air was found to be constant with
time after an initial run-in period during which the rate was temporarily
higher. In moist or dry nitrogen, weight losses were much less, although
not zero. The greater the relative slip, the greater the fretting damage,
and in the complete absence of slip the data indicate that no weight loss
occurs. TIncreased pressure or load was found to increase fretting
damage. For low frequencies of oscillation end for the same number of
cycles welght loss was greater than for high frequencies. The frequency
effect lncreased with relative slip. In nitrogen, the frequency effect
disappeared.

A review of the facts suggests that the mechanism of fretting
corrogion includes a chemlcal factor and a mechanical factor, with
observed damage in general resulting from the sum of both. An asperity
rubbing on a metal surface is considered to produce a track of clean
metal which immediately oxidizes or upon which gas rapidly adsorbs.

The next asperity wipes off the oxide or initiates reaction of metal
with adsorbed gas to form oxide, and so forth. This 1s the so-called
chemlcal factor of fretting. In addition, asperities dig below the
surface to cause s certain amount of wear by welding or shearing action
in which metal particles are dislodged. This is the mechanical factor

of fretting. Metallic debris produced by fretting is thought not to
oxlidize spontaneously, as Tomlinson proposed, but instead to convert par-
tially to iron oxide by secondary fretting action of particles rubbing
against themselves or adjacent surfaces. This accounts for the fact

that Fe203 has been found by X-ray to be the major corrosion product

and metallic iron is present, if at all, in only very small emounts.

The quantitetive expression for fretting corrosion derived on the
basls of the above model is:

Wiotal = (koLl/ -k L) + klIe

where W 1s the specimen welght loss, L 1s the load, C 1is the num-

ber of cycles, f is the frequency, 1 is the slip, and kg, ky,
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and k2 are constants. The first two terms represent the chemical fac-

tor of fretting corrosion and the third term is the mechanical factor.
Accordingly, the equation predicts that fretting-corrosion weight loss
is a hyperbolic function of frequency, is parabolic with load, and 1s
linear with number of cycles or megnitude of slip. Furthermore, the
terms concerned with a freguency effect disappear when the chemical fac-
tor is suppressed, as 1s observed when fretting tests are conducted in
nitrogen. These conclusions are confirmed by the presently reported
data. In addition, the calculated reaction rate constant for oxidation
of a freshly formed iron surface obtained from fretting date is reason-
able and falls between two independently observed values. In the present
experiments, the chemical or corrosion factor falls within 6 to 78 per-
cent of the total observed fretting damage depending on the conditions
of test. Remedial measures are outlined in the light of the data and
the proposed mechanism.

Massachusetts Institute of Technology,
Cambridge, Mass., February 20, 1953.
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TABLE I.- EFFECT OF MOISTURE IN NITROGEN AND OXIDE AT THE INTERFACE ON FRETTING DAMAGRE

= ) =
E?essure, 5,300 psl; slip, 0.0036 in. for airi

Weight loss of

Welght loss of clean

ﬂﬂﬂﬂﬂﬂﬂ Frequency, Total clean specimen run gpeclmen run with
ALTERPEELE cpm number of cyclee | with clean specimen, | oxide~coated specimen,
ng mng

Dry Ny 2,000 67,800 1.8

Madlad N o NN &7 BRon 1A

FLALVE N~ B 1.12 Q’W\J Wy ,UUU o e\
- Dry N, 540 67,8060 1.k

Molst Ny 540 67,800 2.0

Dry Ny 540 30,000 l.2 1.3

Dry ailr 540 30,000 h.7 k.9

Dry N, 540 203,400 1.9 1.0

Dry alr 540 203,400 10.7 11.4

8Cem displacement was same for No measurements, but sllp varied with number of

cycles.
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TABLE ITI.- EFFECT OF LOAD, SLIP, AND FREQUENCY CN FRETTING DAMAGE OF MILD STEEL

[Total test of 67,800 cycles]

6c0¢ NI VOVE

Specimen welight loss, mg
I(‘ig‘:;l;re Frequency, | 8lip Observed Calculated
? cps in.
psl ; o | . lChemical |Mechanical | Chemical Mechanical .
Lorrected | uncorraected | 1otTel term term - Wear percen'b wear 8 +4
P) s percen
500 540/60 | 0.0036 1.% 1.0 1.3 0.79 0.51 61 39
1,000 540/60 0036 2.2 1.8 2.1 1.1 1.0 52 48
2,000 540,/60 .0036 5.8 3.4 3.5 1.5 2.0 L3 57
5,000 540/60 0036 7.5 6.6 7.2 2.1 5.1 29 71
5,300 56/60 L0036 | 11.3 10.3 26,2 | 20.8 5.4 L8 52
5,300 238/60 L0036 9.8 9.1 10.3 4.9 5.4 29 aal
5, 500 540/60 .Q036 7.9 6.8 7.6 2.2 5.4 21 79
5,300 8ko/50 L0038 5.7 L.g 5.8 1.4 5.4 14 86
5,300 1,300/60 .0036 5.0 4.0 6.3 .9 5.4 10 90
5,300 2,000/60 L0036 5.3 3.3 6.0 .58 5.4 7 93
5, 300 3,000/60 0036 6.6 3.2 5.8 b 5.4
5,300 56/60 | .009L | 3e.7 30.0 3.4 | 20.8 13.6 61 39
5,300 540/60 L0091 | 23.0 14.8 15.8 2.2 13.6 14 86
5,300 1,330/60 0091 | 24.2 9.7 1.5 .9 13.6 & i
5,300 540/60 . 0004 1.1 1.1 2.8 2.2 .6 78 22
5,300 540,60 0036 | 7.9 6.8 7.6 2.2 5.4 29 T1
5,300 540/60 L0067 | 15.1 11.3 iz.2 2.2 10.0 i8 82
5,300 5h0/60 0091 | 23.0 1h.7 15.8 2.2 13.6 14 86

4
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Figure 4.- Schematic plan of fretting apparatus.
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Figure 5.

~ Test Specimen.
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L-80265
inch in diameter ang 3 inch long.)



NACA TN 3029 b

L-80266
Figure 6.- Fretted surface of test specimen tested in air at load of

5,300 psi, 540 cpm, 0.003-inch slip, and 67,800 cycles.
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Figure 8.- Effect of humidity on fretting of mild steel for two test
periods in air. Pressure, 5,300 psi; frequency, 540 cpm; slip,
0.8036 inch; average specimen temperasture, 33° C; room temperature,
27> C.
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Figure 14.- Photomicrograph of mild steel surface fretted in
air, X500. Pressure,.5,300 psi; frequency, 1,320 cpm;
0.0036-inch slip; 318,000 cycles.




NACA TN 3029

51

INTERFACE OXIDE ASPERITY

Figure 15.- Idealized model of fretting at a metallic surface.
of upper surface move over plane undersurface.

Asperities
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